
Leak Testing (LT)
Performed on fillet weld

Identifies leaks

Visual Testing (VT)
Performed on fillet weld

Identifies pits and cracks

Penetrant Testing (PT)
Performed on fillet weld

Also identifies surface defects, but 
smaller ones that can be missed 

by the naked eye

Radiographic Testing (RT) 
Performed on butt weld 

Identifies defects inside the weld 
like lack of fusion, incomplete 

penetration, and porosity
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